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1.  Client 
 
 
        ○ Address : 602 00 Brno,Prikop 843/4
 
 
    2.  Test Sample 
 
 

○ (A) : RWM 6 
 
 
    3.  Use of Report : Quality Control
 
 
    4.  Test Method : ASTM G 154-
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5.  Test Result 
 

Test Conducted Method

1 UV Resistance ASTM G154

 

 

  

Method 
Test Result 

Face Back 

ASTM G154 See detail results 
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1. UV Resistance 
     

1.1 Test Condition 
 

Test Method 

ASTM G154 
Cycle No.1 

Irradiance (W/m

Wave length(nm)

Test time (h)

Lamp type

Black Panel Temperature (

 
    1.2 Images of apparatus and
 

Caterogy Apparatus

Image 

 

1.3 Test Result 

Category 
Face

Images 

82224021100223

- Test Result Details - 

Condition 

Irradiance (W/m²·nm) 0.89 

Wave length(nm) 340 

Test time (h) 600 

Lamp type UVA-340 

Black Panel Temperature (℃) 
UV cycle : (60 ± 3) 

Condensation : (50 ± 3) 

apparatus and sample 

Apparatus Sample

 

(A) 

Face Back 

 

 

- End of Report - 
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UV cycle : 8 h 
Condensation : 4 h 

Sample 

 

Unit Remark 
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